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MINERAL COMPOSITION

Garnet Min 98.00
limenite Max 01.00
Others Max 01.00

PHYSICAL CHARACTERISTICS

Specific Gravity 4.0-4.3 4.10
Conductivity Max 150 us/cm 58.55 us/cm
Chloride Max 25ppm 7.80 ppm
Hardness Min 7 Moh's Scale = 7 Moh's Scale
Bulk Density 20-2.7 g/cm® 2.40 g/cm’®
Suspended Solids Max 1500 mg/l 1120 mg/l
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Palayamkottai High Road, Kuttudankadu Village,
Tuticorin - 628 103, Tamil Madu, India.
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